Supplementary Material (ESI) for Chemical Communications

This journal is © The Royal Society of Chemistry 2001


[image: image1.png]


[image: image2.png]


[image: image3.png]


[image: image4.png]




Figure S1. Optical micrographs of the patterned CeO2 [(a) and (b)] and Cr2O3 [(c) and (d)] films on n- and p-type Si. The diameter of the circular area is 1.0 cm.  The light areas correspond to the metal oxide deposits while the dark areas underivatized Si surfaces.  
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