
Supplementary Section 
 

Supplementary Figure 1. (A) AFM images of T30-(TC)7 dispersed CNTs adsorbed on printed 
(AG)7 lines from buffers containing 100mM NaCl (top: 5μm x 5μm. bottom: 3μm x 3μm) (B) 
AFM images of T40-(TC)7 dispersed CNTs adsorbed on printed (AG)7 lines from buffers 
containing 100mM NaCl. top: 5μm x 5μm. bottom: 3μm x 3μm) 

Supplementary Material (ESI) for PCCP
This journal is © the Owner Societies 2011


