Supplementary Material for Journal of Materials Chemistry
This journal is © The Royal Society of Chemistry 2004


[image: image1.wmf]C

a

t

a

l

y

s

t

4

.

5

 

e

q

.

 

H

2

O

(

R

O

)

3

S

i

H

y

d

r

o

l

y

s

i

s

-

p

o

l

y

c

o

n

d

e

n

s

a

t

i

o

n

 

o

f

 

P

R

 

a

n

d

 

P

F

S

i

(

O

R

)

3

S

i

(

O

R

)

3

T

H

F

O

1

.

5

S

i

S

i

O

1

.

5

S

i

O

1

.

5

P

R

,

 

P

F

X

R

,

 

X

F


Unsuccessful attempts for synthesis of PR
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