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S1. Durability test (measured at 30, 50, 70 and 90% RH) of humidity sensor obtained from the cross-linked copolymers (solid symbol) METAC/TSPM/2-EHA = 4/2/4 (about 9.6 (m) and (hollow symbol) METAC/TSPM/2-EHA = 4/1/5 (6.8 (m) after soaking in water.
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S2. Long-term stability of the sensor under 90% RH at 80 °C measured at (■) 50% RH and (□) 70% RH of humidity sensor obtained from the cross-linked copolymer METAC/TSPM/2-EHA = 4/2/4.
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