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Fig. S1 XRD patterns of TiO2 NTA and TiN NTA on the Ti sheet
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Fig. S2 Raman spectra of TiO2 NTA and TiN NTA
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Fig. S3 EIS plots of TiN NTA electrode in 1mol/L H2SO4, KOH and Na2SO4 


