
Figure S1. SEM image of Ca2Zn2(V3O10)(VO4) is used for EDX analysis (three 
distinct analyzed zones are emphasized with maroon rectangular marqee).

Figure S2. EDX spectra of Ca2Zn2(V3O10)(VO4) for probed zones.

Table S1. Element composition of analyzed polycrystalline sample of 
Ca2Zn2(V3O10)(VO4).

O (at. %) Ca (at. %) V (at. %) Zn (at. %)
Spectrum 1 63.79 8.89 17.76 9.56
Spectrum 2 65.44 7.95 17.63 8.97
Spectrum 3 62.08 8.68 19.00 10.24

Mean 63.77 8.51 18.13 9.59
Std. deviation 1.68 0.49 0.76 0.64
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