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Weight 
%

Atomi
c %

O K 47.88 73.95

Ti K 49.20 25.38

Ag L 2.91 0.67

Total 100.00 100.0
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ent

Weight 
%

Atomi
c %

O K 46.82 72.98

Ti K 50.88 26.49

Ag L 2.30 0.53

Total 100.00 100.0
0

Fig. S1 EDX spectra of Ti-90/Ag2NCN before (a) and after (b) photocatalytic experiments
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