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Figure S1 FT-IR spectrum of as-obtained K3ZrF7:Eu3+
 sample
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Figure S2 Up-conversion emission spectra of A3MF7:Yb3+,Er3+ (20/2 mol%) (A=Na, 

K, M = Zr, Hf) NCs
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