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Gram-scale synthesis of high-purity graphene quantum dots with

multicolor photoluminescence
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Fig. S1 The sample solution and obtained particles on microporous membranes.
(a) and (d) are sample solution before and after filtration, respectively. (b) and (c) are

obtained particles on 220-, and 25-nm microporous membrane, respectively.



