
Figure 1: Control Raman spectra of individual components of AgNW:SWCNT:PEDOT:PSS 
electrodes. (a) SWCNTs, (b) PEDOT:PSS, (c) Epoxy and (d) PEN. Raman spectra for each 
component matches literature. 
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