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PDPP[Py]2‐EDOT:PC71BM	blend	
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 Fit
 PC71BM_Drai weight% = 19.6 +/- 0.6
 T_EDOT_Drai weight% = 80.4 +/- 0.9
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 Fit
 PC71BM_Drai weight% = 31.3 +/- 1.0
 T_EDOT_Drai weight% = 68.7 +/- 3.4
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 PC71BM_Drai weight% = 13.4 +/- 0.9
 T_EDOT_Drai weight% = 86.6 +/- 1.2
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 PC71BM_Drai weight% = 2.3 +/- 0.9
 Py_EDOT_Drai weight% = 97.7 +/- 1.2
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 PC71BM_Drai weight% = 18.5 +/- 1.4
 Py_EDOT_Drai weight% = 81.5 +/- 3.6
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 PC71BM_Drai weight% = 0.0 +/- 1.3
 Py_EDOT_Drai weight% = 100.0 +/- 1.7



PDPP[Ph]2‐EDOT:PC71BM	blend	
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 Fit
 PC71BM_Drai weight% = 29.9 +/- 0.5
 'Ph-EDOT_Drai' weight% = 70.1 +/- 0.6
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 Fit
 PC71BM_Drai weight% = 33.3 +/- 1.5
 'Ph-EDOT_Drai' weight% = 66.7 +/- 3.8
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 Fit
 PC71BM_Drai weight% = 26.3 +/- 0.7
 'Ph-EDOT_Drai' weight% = 73.7 +/- 0.8


