Electronic Supplementary Material (ESI) for Journal of Materials Chemistry C.
This journal is © The Royal Society of Chemistry 2015

g4 — PBIBDF-BT

650 nm

Absorption coefficient (10" M"'em™)

400 600 800 1000 1200
Wavelength (nm)



