
Fig. S8  27Al-MAS-NMR spectra of the Cu/HZSM-5 zeolites samples. (a) 4.6%Cu/HZSM-
5(38) (Fresh); (b) 4.6%Cu/HZSM-5(38) (Regenerated).
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