
 
 

Fig. S1 Typical XPS survey spectra of GO@NiTi, GOGel@NiTi and NiTi surfaces. 
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Fig. S2 Fluorescence images of Viable MC3T3-E1 cells on GO@NiTi, GOGel@NiTi and NiTi surfaces. 

 

 


