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Scheme S1. The scheme of vessel in the experiment.

Table S1

C1s       O1s       Cl2p      Ag3d      Bi4f

Atomic ratio (%) 45.98                  11.60 20.48 11.81 10.12
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Figure S1. The PL spectra of different samples.


