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Sequence of EGFP：

1        MVSKGEELFT GVVPILVELD GDVNGHKFSV SGEGEGDATY GKLTLKFICT TGKLPVPWPT

61       LVTTLTYGVQ CFSRYPDHMK QHDFFKSAMP EGYVQERTIF FKDDGNYKTR AEVKFEGDTL

121      VNRIELKGID FKEDGNILGH KLEYNYNSHN VYIMADKQKN GIKVNFKIRH NIEDGSVQLA

181      DHYQQNTPIG DGPVLLPDNH YLSTQSALSK DPNEKRDHMV LLEFVTAAGI TLGMDELYK 

Figure S1 Absorption spectra and fluorescence spectra of EGFP solution (0.1mg/mL, 
pH=8).

Electronic Supplementary Material (ESI) for Journal of Materials Chemistry B.
This journal is © The Royal Society of Chemistry 2016



Figure S2 Morphology characterization of (EGFP/LDH)n (n = 15-25) UTF: (A) top-view 
SEM image, (B) side-view SEM image, (C) tapping-mode AFM image.

Figure S3 Absorption spectra of EGFP solution with different pH. 



Figure S4 Absorption spectra of protoprophyrin solution (25μg/mL, pH= 7).

Figure S5 Absorption spectra of LDH colloidal suspension.


