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Supporting Information

Figure S1 N2 adsorption-desorption isotherms of S0, S1, S2, S3, and S4 sample.

Figure S2 (A) Absorption spectra of phenol solution at different irradiation times in 
the presence of S2. (B) Photocatalytic degradation ratio of phenol versus irradiation 
time by using different samples.
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