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Fig. S1: Tauc plot of CuO and Ag-CuO nanoparticles for determination of band gap 
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 Fig.S2. Scanning electron microscopy (SEM) of CuO and Ag-CuO nanoparticles.
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Table.S1: Elemental composition of (a) CuO & (b) Ag-CuO nanoparticles using EDS analysis.

    (a)                                                                      (b)

Element Wt % At % K-Ratio 
 C K 66.34 74.96 0.387 
 O K 27.9 23.66 0.0635 
 P K 0.18 0.08 0.0015 
 S K 0.53 0.22 0.0048 
CuK 5.06 1.08 0.0401 

Element Wt % At % K-Ratio
 C K 46.63 71.65 0.2805
 O K 18.93 21.84 0.0366
 AgL 29.22 5 0.2515
 Cu K 5.22 1.51 0.0445


