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Figure S1 Energy Dispersive X-ray absorption (EDX) spectrum on Ce2PtGe3 sample.
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Figure S2 Variation of Cp/T with (a) T and (b) T2 respectively. The inset of (b) shows an 
enlarged version at low temperature; at this range Cp does not scale as CologT.


