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Fig. SI1 
FT-IR spectra of (a) MNP, (b) MNP-βCD-TDI, (c) IL (BMIM-Cl) and (d) IL-MNP-βCD-TDI 

Fig. SI2 
N2-adsorption/desorption isotherm (a) MNP, (b) MNP-βCD-TDI, and (c) IL-MNP-βCD-TDI
 

Fig. SI1 FT-IR spectra of (a) MNP, (b) MNP-βCD-TDI, (c) IL (BMIM-Cl) and 
(d) IL-MNP-βCD-TDI
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(b) MNP-BCD-TDI
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(c) IL-MNP-BCD-TDI
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Fig. SI2 N2-adsorption/desorption isotherm (a) MNP, (b) MNP-βCD-TDI, and 
(c) IL-MNP-βCD-TDI


