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Luzchem LZC-UVA lamps
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Fig. S1 Emission spectrum of LZC-UVA lamps.
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Fig. S2 Transmission spectra of the 420 nm long-pass filter.
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Fig. S3 TGA curve of the NYF@Ti0,-3%Ag sample.



