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Figure S1. Compression measurements of PnBMA nanocomposites. (a) Compression
modulus of PnBMA nanocomposite with two types of particles. (b, ¢) Compress
stress-strain curves of PnBMA containing raspberry-like (b) and strawberry-like (c)

particles with different weight percentages.



