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Experimental pattern: GdAIO3_Pr3+_1000 oC
§50 Calculated pattern (exp. peaks) (Rp=18.3 %)
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[00-046-0395] Gd Al O3 Aluminum Gadoliniurm Oxide (100.0%)
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