
Supplementary information

Figure S1: UV-DRS spectra of Cu/Al2O3 and Co(y)Cu/Al2O3oxide catalysts

400 600 800 1000

0,4

0,6

0,8

1,0

1,2

1,4

1,6

 

 
Ab

so
rb

an
ce

 

(nm)

 Cu/Al2O3

 Co(1.0)Cu/Al2O3

 Co(1.3)Cu/Al2O3

 Co(1.5)Cu/Al2O3

 Co(0.8)Cu/Al2O3

Electronic Supplementary Material (ESI) for New Journal of Chemistry.
This journal is © The Royal Society of Chemistry and the Centre National de la Recherche Scientifique 2019


