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Fig. S1 GPC diagrams of p1(a), p2(b), p3(c) and p4(d)
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Fig. S2 MALDI-TOF-MS spectra of A1(a), A3(b), A4(c) and A5(d) (*226.3 is the peak of matrix 
dithranol)


