Electronic Supplementary Material (ESI) for Journal of Materials Chemistry B.
This journal is © The Royal Society of Chemistry 2019

12 - ~—0.15mg/mi
~—0.1mg/ml
— 0.075mg/mi
1.0 - 0.05mg/ml
- 0.025mg/mi
08 |
§
£ 06
< 04
0.2 -
0.0 T T T I T 1
250 275 300 325 350 375 400

=

Absorbance(a.u.)

0.7

0.6

0.5

0.4

0.3.

0.2

0.1

0.0.

——0.0img/mL

——0.018mg/m|
——0.025mg/ml]
——0.027mg/ml|
——0.03mg/mL

300 400 500 600 700 800 900
Wavelength(nm)



