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TABLE 1. The variation of onset superconducting transition (Tc), Tc (R = 0 ), Curie temperature (TM), Remanent moment ((R), Coercive field (Hco), saturated moment per Ru atom ((Ru) and room temperature thermo-electric power with nominal x values in Ru1-xMxSr2GdCu2O8 as shown.
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0.109(1)
330(1)
0.94(1)
90(1)
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