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Cu4{CH3C(OH)(PO3)2}2(C4H4N2)(H2O)4: a novel three dimensional copper diphosphonate with metamagnetism 
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Fig. S1
Building unit of structure 1. 

Fig. S2
Structure 1 viewed along c-axis.

Fig. S3  Structure 1 viewed along b-axis.

Fig. S4
Temperature dependence of ac magnetic susceptibility of 1. 
Fig. S5
Field dependence of magnetization of 1 measured at 1.93 K.
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