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The BET surface areas of silica gel, mercaptopropyl silica gel 2, SGS-(DHQD)2PHAL and SGS-(DHQD)2PHAL(Pd) 3 are found to be 249, 210, 152 and 123 m2g-1 respectively. The reduction in the surface area after anchoring the spacer and ligand is due to the presence of organic moieties on the silica gel surface.
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