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Figure. ATR-IR spectrum of [C16mim][PF6] after it has been subjected to solution of ferrocene in CO2 at 50 oC and pressure ca. 110 bar. The bands marked with an asterisk correspond to the bands of ferrocene trapped in the solid salt as a result of the impregnation into the melt.  The melting of the salt was induced by the exposure to high-pressure CO2. 











