Supplementary Material (ESI) for Chemical Communications

This journal is © The Royal Society of Chemistry 2002


Electronic Supplementary Information


[image: image1.wmf]1

2

3

4

5

6

f

e

d

c

b

a

(X4)

(X4)

Intensity (a.U.)

2 theta


Figure S1. XRD patterns of the thioether functionalized organic-inorganic mesoporous composite samples: a) S2; b) S6; c) S8; d) S10; e) S12; f) S15.
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Figure S2. N2 adsorption/desorption isotherms (left) and pore size distributions (right) of samples: a) S0; b) S2; c) S6; d) S8; e) S10; f) S12; g) S15.
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