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Supporting Fig. 1 Solid-state 13C NMR spectra of (a) as-synthesized and (b) surfactant-extracted CX-8-2% materials.
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Supporting Fig. 2 Powder X-ray diffraction patterns of the as-synthesized (a) CX-8-1%, (b) CX-8-2%, (c) CX-8-4% and (d) CX(-8-2% gel materials.
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