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Fig. S1 Photoluminescence spectrum of Au nanoparticles, no signals were observed.
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Fig. S2 UV-Vis spectrum of Au nanoparticles showing the surface plasmon absorption at about 536 nm.
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Fig. S3 XRD spectra of CdTe nanocrystal (a) and Au/CdTe (b)
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