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Fig. S1  SEM images of the surface patterns prepared by different polymer-solvent-nonsolvent systems: (a) 10 wt.-% poly(methyl methacrylate)(PMMA)-THF-EG, (b) 1 wt.-% poly (lactic acid)-chloroform-EG, (c) 10 wt.-% PS-THF-glycerol,  (d) 10 wt.-% PS-chloroform-EG. 

