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Figure S1.  Energy-dispersive X-ray spectrum of nanotubes and vesicles showing the presence of platinum.  Cu peaks are from the copper of the TEM grid.
Figure S2.  Selected-area electron diffraction pattern of a peptide nanotube containing platinum nanoparticles.
