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Figure S1 TGA curve of 1. 
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Figure S2 TGA curve of 2. 
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Figure S3 TGA curve of 3. 
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Figure S4 TGA curve of 4. 
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Figure S5 TGA curve of 5. 
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Figure S5 TGA curve of 6. 

Electronic Supplementary Material (ESI) for CrystEngComm
This journal is © The Royal Society of Chemistry 2013



 

 

0 100 200 300 400 500 600 700 800
0

20

40

60

80

100

 

 

Temperature(
o
C)

w
e
ig

h
t(

w
t%

)

 

Figure S7 TGA curve of 7. 
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Figure S8 TGA curve of 8. 
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