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Supplementary Figures 
 

 
Figure S1. High-magnification SEM image of the ZGO-DETA hybrid. 
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Figure S2. A photograph of thermogravimetric (TG) analysis of as-synthesized 

hybrid ZGO-DETA dumb-like architectures. 

 

 

Figure S3, Typical EDS spectra taken from a single hybrid ZGO-DETA nanowire. 

 

 

Figure S4. The X-ray diffraction (XRD) pattern of products synthesized under 

different synthetic conditions listed on Table 1. 
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