This journal is © The Owner Societies 2002

Supplementary material

TABLE 1. Physical properties at T = 298.15 K of methyl benzoate

	
Compound


	M

g·mol-1
	(
g·cm-3
	((V/(T)p·10-7

dm3·g-1·K-1


	cp

J·K-1·g-1

	Polyethylene
	13.6422
	0.91871
	0.2481
	2.01

	Mylar
	192.1681
	1.382
	0.95982
	1.322

	Cotton
	27.700
	1.5
	9.693
	1.48

	Methyl benzoate
	136.1479
	1.08884
	(3.354)
	1.635


Value in parentheses was estimated
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