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Fig. S1 XRD patterns for samples treated with H,O.

#=Na,CO,
+=CaSo0,
x=ALO0,.

X X
Na/Mn/Ca0-Al,0,

Intensity/a.u.

Mn/Ca0-Al,0,

10 20 30 40 50 60 70 80
20/r

Fig. S2 XRD patterns for samples not treated with H,O



