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Figure ESI 1. X-ray diffraction patterns of Na+-JP and Na+-SWy samples 
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Figure ESI 2. The position of A) 2νH2O, B) 2νW , and C) (ν+δ)H2O bands as a function of ionic 
charge/radius ratio for Na+-, Pb2+-, and Zn2+-JP 

 


