Table 1. Detailed data of porosity ratio in groups 
	
	C
	CH
	3D-C
	3D-CH

	1
	35.126
	62.784
	52.239
	95.249

	2
	36.373
	65.293
	41.427
	96.138

	3
	38.268
	70.298
	47.369
	78.278

	4
	33.134
	64.579
	53.652
	81.738

	5
	37.823
	68.128
	42.738
	65.652

	6
	39.284
	73.239
	51.139
	71.293

	7
	37.589
	68.327
	51.235
	74.367

	8
	31.782
	51.128
	52.392
	91.129

	9
	31.758
	53.237
	38.239
	101.268

	10
	39.259
	63.792
	38.735
	75.239

	Mean (%)
	36.04
	64.08
	47.02
	83.04

	SD (%)
	2.93
	7.04
	6.16
	12.11



