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Element Cs Zn B O Bi
Weight % 13.41 8.87 36.72 40.82 0.18
Atomic % 7.58 15.18 23.27 53.96 0.01

Figure S1 EDX spectrum of CZBO:0.02Bi3+ sample.
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Figure S2. The internal quantum yields of CZBO:Bi3+ (x = 0.005, 0.01, 0.02, 0.03, 0.05) 

phosphors.
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 x = 0.02,  = 7.62 s
 x = 0.03,  = 5.86 s
 x = 0.05,  = 4.79 s

EX = 332 nm, EM = 436 nm

Figure S3. Photoluminescence decay curves of the CZBO:Bi3+ (x = 0.02, 0.03, 0.05) samples.


