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Figure S1. TEM images of Au/TiO, at varying levels of magnification
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Figure S2. EDX spectrum for gold nanoparticles
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Figure S3. EELS spectrum with M edge of Au (a) for the position of gold nanoparticles marked
as P & S in ADF image shown in (b)



