
Support Information：
SEM image of Cu3P and ESR/EPR figures of radicals.

500 nm

Fig S1. SEM images of the prepared catalysts of Cu3P

Fig. S2 ESR tests for the  species during different catalytic processes·𝑂 ‒
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