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Figure S1: Microscopic images of cancer cells on 3D tumor models. 
Immunofluorescence staining of pan-cytokeratin (green), vimentin (red) and H&E 
staining of  (A) HCC-827 cells cultured on SISmuc or Alvetex™ scaffolds and (B) 
MCF-7 and MDA-MB-231 cells on Alvetex™ scaffolds. Scale bar 100 µm.
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