Electronic Supplementary Material (ESI) for Chemicah@ommunications.
This journal is © The Royal Society of Chemistry 2022

Thickness of h-BN films »

0 nm 3~5 nm 6~9 nm 10~15 nm
WCA: 44.1° WCA: 90.1° WCA: 89.6° WCA: 89.9°
( ) h-BNI ( bare quartz ) ‘ N |
a
s g - M A
WCA: 64.0° WCA: 90.1° WCA: 89.8° WCA: 90.4°

h BNI ( bare SiO,/Si)



