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Supplementary information

Figure S 1 High-resolution TEM images of Ag and Cu NPs prepared by dc magnetron sputtering using GAS.
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Figure S 2 XRD patterns obtained on Ag and Cu NPs. Blue curves are data, red curves are fits.


