Electronic Supplementary Material (ESI) for Polymer Chemistry.
This journal is © The Royal Society of Chemi

40
E 30
<
)
7).
0
/
10 Pristine non-porous
poly(DABA-co-ABA)
—— HF-treated non-porous
) poly(DABA-co-ABA)
0 1 2 3

Strain (%)




