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SI Fig 2a: Sequential Extraction Step 1 - Exchangeable (fly ash)

A12 FA A3 FA PR FA BD FA SND FA

0

5

10

15

20

25

Al Si P K Ca Ti V Fe Co Ni Ga Rb Sr Zr Cs Ba Th U

Pe
rc

en
t M

et
al

 in
 F

ra
ct

io
n

Element

SI Fig 2b: Sequential Extraction Step 1 - Exchangeable (bottom ash)
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SI Fig 2c: Sequential Extraction Step 2 - Acid Soluble (fly ash)
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SI Fig 2d: Sequential Extraction Step 2 - Acid Soluble (bottom ash)
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SI Fig 2e: Sequential Extraction Step 3 - Reducible (fly ash)
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SI Fig 2f: Sequential Extraction Step 3 - Reducible (bottom ash)
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SI Fig 2g: Sequential Extraction Step 4 - Oxidizable (fly ash)
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SI Fig 2h: Sequential Extraction Step 4 - Oxidizable (bottom ash)
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SI Fig 2i: Sequential Extraction Step 5 - Residual (fly ash)
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SI Fig 2j: Sequential Extraction Step 5 - Residual (bottom ash)
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