Electronic Supplementary Material (ESI) for Nanoscale.
This journal is © The Royal Society of Chemistry 2024

700 F — 0 wt%
I — 0.4 wt%
600 F — 0.8 wt%
— 1.2 wt%
— 1.6 wt%

()

S

-
T

Stress (kPa)
W =
S 8

[\

S

-
T

100 |

10 20 30 40 50 60 70

Strain (%)



